
 

 

 

EASA Part 21J      EASA.21J.456 

EASA Part  21G    DE.21G.0170 

EASA Part  145    DE.145.0222 

DIN EN ISO 9001:2008 

   

 

  Curtain Fabric. 
 

Parameter (unit). Value. Standard/ Method. 

Weight [g/m²] approx. 152 DIN EN 12127 

Width [cm] approx. 133  

Composition [%] 100 PES  

Weave Style  flat woven Jacquard  

Toxicity 

fulfills 

fulfills 

fulfills 

ABD 0031 

2520 M1F 01 11 00 / iss.2 

BMS8-240 rev.D 

Smoke Density fulfills ABD 0031 

Flammability  

warp direction 

<= 203 mm 

<= 15,0 s 

<= 5,0 s 

FAR/ JAR/ EASA CS 25.853(a) 

(1)(ii) appendix F part I  AITM 

2.0002B (12 sec vertical) 

weft direction 

<= 203 mm 

<= 15,0 s 

<= 5,0 s 

 


