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  Memory Foam (VISCO). 
 

Parameter (unit). Value. Standard/Method. 

Material 

 

Polyurethan foam 

Polyether-Basis 

 

Colour Pink/ Blue  

Measurements [mm] 2032 x 914 x305  

Volume weight [kg m³] Ca. 93  ASTM D3574 

Tensile strength [kPa] 125 / 151 ASTM D3574 

Elongation [%] 109 / 108 ASTM D3574 

Compression hardness [kPa] kPa       

Compression set [%] 

 

0,89 / 0,38 

1 / 0,5 

ASTM D3574 

 


