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  Life Vest Pouches / Nylon. 
 

Parameter (unit). Value. Standard/Method. 

Weight [gsm] 240  

Thickness [mm] 0.34  

Tensile weft [N/5cm] 2000  

Tensile warp [N/5cm] 2995  

Weft threads [cm] 15  

Warp threads [cm] 24  

Flammability  

 

 

Flame-proofed to conform to 

CS/JAR/FAR 25.853, Sub-§ (a), 

Appendix F, Part 1, § (a)(l)(ii) 

Finish  Scoured, Dyed, Flame-Proofed 
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Fibre  Multifilament Polyester 

Weave  Plain 

  
 

 

Note  

 

 

Material can be treated to 

confirm to ABD0031 low 

smoke and toxic gases 
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