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  Wool. 
 

Parameter (unit). Value. Standard/Method. 

Weight [g/m²] approx. 490  

Width [cm] approx. 135  

Material composition [%] 100  WO 

Construction  woven 

Product   Curtain and Upholstering Fabric 

Flame retardant  

 

 

 

EASA CS 25.853 (a) Appendix F 

Part I (a) (1) (ii) 

FAR 25.853 (a) Appendix F Part I 

(a) (1) (ii)  
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Color fastness to rubbing dry: 4 wet: 3-4 ISO 105-X12 

Color fastness to light 5 ISO 105-B02 

    Color fastness to perspiration fading: 4 staining: 4 

 

ISO 105-E04 

 

Color fastness to dry cleaning 4 ISO 105-D01 

Cleaning  Dry Cleaning 
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